
Kester Reflow Profile
SnAgCu Alloys
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Pre-heating Zone
(2.0-4.0 min. max.)

Soaking Zone
(2.0 min.max.)

60-90 sec. typical

Reflow Zone
time above 217 C

(90 sec max)
60-75 sec. typical

Peak Temp.  
235 - 255 C

<2.5 C/Sec


